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MATERIAL

PAVE SEAL 150 BLACK EPOXY
PAVE SEAL 150B BLACK EPOXY
PAVE SEAL 200 BLACK EPOXY

DATA MEFR %TML $CVCM  &WVR
REFERENCE CODE

GSCl17116 PAV 0.20 0.01 0.08
G5C17120 PAV 0.22 0.01 0.09
GSC17122 PAV 0.32 0.03 0.11

CURE CURE ATMOS APPLICATION

TIME TEMP

MOLD CPND
MOLD CPND
MOLD CPND
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